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Influences of Metal Frame Design on the Mechanical
Strength of Posterior Porcelain Fused to Metal Crown
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Time course of gene expression of EMMPRIN, MMP-2,
MMP-13, and IL-1 3 in mechanically stimulated rat
gingival tissue using a real-time quantitative RT-PCR assay
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